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Рассмотрены причины кинетических и структурных особенностей полимериза-
ции метилметакрилата, инициированной 5-метил-5-гексен-2,4-дионатом кобаль-
та (ІІ). Показано, что аномально низкие скорости полимеризации и структуриро-
вание полимеров связано с образованием сопряженных радикалов металлохелата 
и полярным фактором мономера.
Ключевые слова: винил- -дикетонаты, радикальная полимеризация, полиметил-
метакрилат, структурирование.
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Резюме
Розглядаються причини кінетичних та структурних особливостей полімеризації 
метилметакрилату, яку ініціювали 5-метил-5-гексен-2,4-дионатом кобальту 
(ІІ). Показано, що аномально низькі швидкості полімеризації та структурування 
полімерів пов‘язано з утворенням спряжених радикалів металохелату і полярним 
фактором мономера.
Ключевые слова: вініл- -дикетонати, радикальна полімеризація, поліметил-
метакрилат, структурування.
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Summary
The reasons of kinetic and structural features of methyl methacrylate polymerization, 
initiated by cobalt (II) 5- methyl-5-hexene-2,4-dionate are considered. It is shown that 
abnormally low rates of polymerization and the formation of cross-linked polymers are 
connected with the formation of conjugated metal chelate radicals and with the polar 
factor of monomer.
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